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Abstract: The role of prior austenite grain size (PAGS) on the passive layer properties of martensitic
steels is studied. Electron backscatter diffraction analysis shows that PAGS between 5 and 66 µm were
obtained after applying different heat treatments. The barrier properties of passive film deteriorate
with grain refinement up to 28 µm, attributed to increased donor density and a decrease in the fraction
of �-Fe2O3 in passive films. However, the further refinement of PAGS to 5 µm leads to improvement
in the barrier properties due to the changes within the martensite structure. This improvement stems
from the increase in �-Fe2O3 fraction.

Keywords: martensitic steel; grain-size; passivity; electrochemical impedance spectroscopy;
Mott-Schottky analysis; X-ray photoelectron spectroscopy

1. Introduction

High-strength steels are of significant interest to engineering and scientific societies
because of their good mechanical properties [1]. Hence, they have found a wide range of
applications varying from infrastructure, automotive to oil and gas industries. Engineer-
ing the microstructure of high strength steels to enhance their properties is therefore of
enormous relevance. Grain refinement is of special significance since it generally improves
the mechanical properties of the steel. Although quantitative relations are available for
mechanical properties such as strength and hardness, this is not the case for the corrosion
properties. This fact has been highlighted in the recent review by Ralston and Birbilis [2].
This review presents a holistic review of the current literature related to the relationship
between grain size and corrosion resistance for a wide range of metals. In the case of steels,
it is possible to find that the literature reported contradictory results on the relationship
between grain size and both corrosion behaviour and passive layer properties.

The effect of grain refinement on the passive layer properties of ferritic stainless steels
was investigated [3]. It was reported that the barrier properties of the passive layer worsen
with grain refinement. This is attributed to the increase in both acceptor and donor density
with grain refinement. In another research, the role of grain refinement on passive layer
properties of austenitic stainless steels is studied in a borate buffer solution containing chlo-
ride [4]. An increase in the current density values in the passive region of potentiodynamic
polarization and a decrease in breakdown potential was observed with grain refinement,
also showing that the barrier properties of passive film deteriorate with grain refinement.
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However, it was also reported that the size of non-metallic inclusions changes, and disloca-
tion density increases during hydrostatic extrusion, used for achieving different grain sizes.
In our other research, the role of grain size on the passive layer of pure iron was investigated
for grain sizes in the micron range [5]. It was observed that grain refinement leads to an
increase in the passivity current density in the potentiodynamic polarization curves and
lower resistance values in the electrochemical impedance spectroscopy (EIS) analysis. This
deterioration in the barrier properties of the passive film stems from the increase in donor
density and decrease in the fraction of protective �-Fe2O3 in the passive film.

In contrast to these studies, the improvement in the barrier properties of the passive
layer with grain refinement is also reported. The effect of grain refinement induced by cold
rolling on the passivity behaviour of pure iron was studied in a borate buffer solution [6].
An improvement in the barrier properties of the passive film with grain refinement was
observed, associated with the decrease in donor density in the passive film. However, the
formation of texture was also reported besides grain refinement after the cold rolling used
for manipulating the grain size.

These contradictory reports show that no straightforward relationship between grain
size and passive layer properties has been established. These discrepancies arise because the
processes applied for grain refinement may lead to other variations within the microstruc-
ture, such as dislocation density, crystallographic orientation, inclusions and segregation of
alloying elements. These microstructural features might have a combined effect on passive
layer properties, causing discrepancies in the results if no systematic approach is followed
on the processing of the microstructure. This shows that a major challenge still lies in
the great difficulty of isolating the effect of each microstructural feature on the corrosion
properties of the steel.

This work investigates the effect of prior austenite grain size (PAGS) on the passive
layer properties of fully martensitic steels. Several heat treatments were applied to ob-
tain samples with different PAGS while minimising the changes in other microstructural
features. Low alloyed carbon steel was employed to minimise the presence of secondary
phases and possible alloy segregation. Electron backscatter diffraction (EBSD) analysis was
conducted to provide a detailed analysis of the microstructural differences after heat treat-
ments. X-ray photoelectron spectroscopy (XPS) was performed to determine the chemical
composition and thickness of passive films. The barrier properties of passive films for the
specimens with different PAGS were evaluated with potentiodynamic polarization (PDP)
and electrochemical impedance spectroscopy (EIS). The electronic properties of passive
films were determined with capacitance measurements (Mott-Schottky analysis). These
experimental results form the basis for discussing the effect of the prior-austenite grain size
on the properties of passive films formed on fully martensitic steels.

2. Experimental

2.1. Material
The as-received material was dual-phase steel sheets with a thickness of 1 mm (DP600

provided by Tata Steel, IJmuiden, The Netherlands). The chemical composition of the
material is given in Table 1. Samples were laser cut to the dimensions of 10 mm ⇥ 5 mm.
The chemical composition of the steel samples was determined with a JEOL JXA 8900R
microprobe that applies an electron beam with energy of 10 keV and beam current of 100 nA
using Wavelength Dispersive Spectrometry (WDS, Jeol, Tokyo, Japan). The composition
at each analysis location of the sample was determined using the X-ray intensities of the
constituent elements after background correction relative to the corresponding intensities
of reference materials.

Table 1. Chemical composition of the low alloyed steel specimens.

Elements Fe C Si Mn S Al Cr N Ni Sn Ti

wt.% bal. 0.095 0.248 1.776 0.002 0.032 0.574 0.008 0.026 0.002 0.003
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2.2. Design of the Microstructure
To obtain the desired martensitic microstructures with different prior austenite grain

sizes, the as-received material was heat treated at different temperatures for specific times.
The Thermo-Calc software (v2020a, Thermo-Calc, Solna, Sweden) was used to determine
the single-austenite phase range to choose the appropriate annealing temperature and time.
Four different heat treatment strategies (Figure 1) were followed to create martensitic steels
with varying PAGS. The heat treatments were as follows:
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Figure 1. Heat treatment operations that were applied to obtain fully martensitic steels with various
prior austenite grain sizes.

- Heat treatment 1 (HT-1)—Samples were heated to the austenitisation temperature of
900 �C, held for 10 min under vacuum and quenched to room temperature.

- Heat treatment 2 (HT-2)—Higher austenitisation temperature of 1000 �C was chosen.
Samples were held at austenitisation temperatures for 4 min. Subsequently, samples
were quenched to room temperature.

- Heat treatment 3 (HT-3)—Samples were heated to the austenitisation temperature of
1000 �C, held for 60 min under vacuum, then quenched to room temperature.

- Heat Treatment 4 (HT-4)—Samples were heated to 1200 �C and held 48 h in a furnace
and slowly cooled to room temperature. Subsequently, the samples were annealed at
the austenitisation temperature of 1000 �C for 30 min under vacuum in the dilatometer,
then quenched to room temperature.

The heat treatments were conducted under vacuum of 10�4 mbar in a dilatometer
(Bähr DIL 805 A/D, TA Instruments, Detroit, DE, USA). Samples were heated with a
heating rate of 10 �C/s and quenched with helium gas to room temperature with a cooling
rate of 50 �C/s.

2.3. Characterization of the Microstructure
The optical micrographs were taken with a Keyence VHX-5000 digital optical micro-

scope (Keyence, Mechelen, Belgium) after etching with the agent Nital 2%, rinsing with
ethanol and drying with compressed clean air. Different illuminations were applied to
optimize the image quality.

Electron backscatter diffraction (EBSD) imaging was applied to identify and measure
the PAGSs and estimate the geometrically necessary dislocation (GND) density of the
samples after the corresponding heat treatments. The samples were ground from 80 to
2000 grit SiC papers and subsequently polished with diamond particle slurry with particle
diameters of 3 and 1 µm. Then, a standard colloidal silica suspension (Struers, Copenhagen,
Denmark) with 0.04 µm particles was employed for the final polishing of the surface. A
JEOL JSM-6500F field emission gun scanning electron microscope (FEG-SEM, Jeol, Tokyo,
Japan) operating at an acceleration voltage of 20 kV was used for EBSD imaging. For EBSD
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mapping, a work distance of 10 mm was used. The step size was 50 nm. The geometrically
necessary dislocation (GND) distribution was determined with the help of the electron
backscattered diffraction (EBSD). TSL OIM v8 analysis software (EDAX, Pleasanton, CA,
USA) was used for the EBSD data analysis. For GND density calculation, the function
in OIM v7.3 software (EDAX, Pleasanton, CA, USA) described in [7] was employed. To
identify the PAGS, clean-up was done by applying neighbour orientation correlation as
well as grain dilatation tools provided with the OIM v7.3 software, as described in [8].
Then, the linear intercept method was used to measure the size of the prior austenite grains.

2.4. Electrochemical Measurements
The samples were embedded in Struers ClaroCit resin and cured for 1 h under 2 bar

pressure. Subsequently, the samples were ground from 80 to 2000 grit SiC paper, then
polished with diamond particle slurry with particle diameters of 3 and 1 µm, respectively
until obtaining a mirror-like polished surface. The samples were cleaned ultrasonically
in an ultrasonic bath of ethanol for 10 min before the electrochemical measurements. The
resin/metal interface was covered with a thin layer of sealing lacquer (Electolube Bloc Lube
Red) to avoid crevice corrosion.

All electrochemical measurements were conducted in aerated 0.1 M NaOH solution
with a pH of 12.75 prepared with Milli-Q® ultra pure water. Measurements were carried out
at room temperature. A conventional three-electrode electrochemical cell setup, consisting
of the sample as the working electrode, graphite rod as the counter electrode and Ag/AgCl
(sat. KCl) as the reference electrode, was employed. The polarization and electrochemical
impedance spectroscopy experiments were carried out using a Solartron 1257 potentiostat
combined with SI 1255 HF frequency response analyser (FRA, Solartron, Houston, TX,
USA). Pre-passivation of the samples and subsequent capacitance measurements (Mott-
Schottky analysis) were carried out with a SP300 potentiostat (Biologic, Seyssinet-Pariset,
France). Open Circuit Potential (OCP) was measured for 30 min before all electrochemical
measurements.

Potentiodynamic polarization measurements were carried out within the potential
range of �0.25 V to 1.25 V (vs. OCP) with a scan rate of 0.167 mV/s. Before and ca-
pacitance experiments, samples were passivated by potentiostatic polarization for 6 h.
Two passivation potentials were studied, 0.2 and 0.4 V. EIS data were acquired in the fre-
quency range from 30 kHz to 10 mHz with an amplitude of 10 mV peak to peak for the AC
signal. Capacitance measurements (Mott-Schottky analysis) were conducted at a frequency
of 1 kHz with an amplitude of 10 mV peak to peak for the AC signal and 50 mV potential
step size. The potential sweep was conducted from 0.6 V to �1 V.

For the data analysis, CorrView software (Solartron, Houston, TX, USA) was used
for potentiodynamic and potentiostatic polarization measurements and Zview for EIS and
ECLab for capacitance measurements.

2.5. Passive Layer Analysis
X-ray photoelectron spectroscopy (XPS) studies were performed to analyse the chemi-

cal composition of passive films. The samples were passivated with potentiostatic polar-
ization at both 0.2 V and 0.4 V for 6 h. Before XPS measurements, pre-passivated samples
were rinsed with ethanol and dried with compressed clean air. XPS spectra were recorded
using a PHI5600 photoelectron spectrometer (Physical Electronics, Chanhassen, MN, USA)
with an Al K monochromatic X-ray source (1486.71 eV photon energy). The low pressure in
the analysis chamber was at a maximum of 5 ⇥ 10�9 Torr during measurements. A take-off
angle of 45� was chosen for the measurements. A variation of the angle to 90� allowed to
elucidate the build-up of the oxides on the surface. A spot diameter of 0.8 mm was used for
the high-resolution scans of the Fe 2p and O 1s core electron peaks. An energy of 0.1 eV and
pass energy of 23.5 eV were applied. PHI Multipak software (V9.5, Physical Electronics,
Chanhassen, MN, USA) was used for XPS data analysis. The XPS data were fitted with
CasaXPS software (v2.3.22, Casa Software Ltd., Teignmouth, UK).
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3. Results and Discussion

3.1. Microstructure Characterization of the Martensitic Steels
Low alloyed steel was chosen to minimise the formation of secondary phases and

alloy segregation that may influence the passive layer properties. In Figure 2, optical
micrographs of the resulting microstructures after the different heat treatments are given.
Micrographs show the fully martensitic steel structure composed of very complex sub-
grain structures in all samples. High-resolution electron backscatter diffraction (EBSD)
measurements were conducted to determine the average PAGS. The results from the EBSD
analysis are summarised in Table 2. The heat treatment with the lowest austenitisation
temperature (HT-1) shows the finest average grain size, 5 ± 2 µm. The application of higher
austenitisation temperatures results in larger average PAGS, 28 ± 3 µm and 38 ± 4 µm
for HT-2 and HT-3, respectively. To obtain even larger grains, pre-annealing in a furnace
at 1200 �C was conducted in HT-4. In this case, samples present an average grain size
of 66 ± 6 µm. The prior-austenite grain size increases with increasing austenitisation
temperature, which agrees with previous studies of fully martensitic steels [9].
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Figure 2. Optical images corresponding to (a) Sample 1 (b) Sample 2 (c) Sample 3 and (d) Sample 4.

Table 2. Prior Auestenite Grain Sizes (PAGS) of samples after undergoing the heat treatments.

Heading Sample 1 Sample 2 Sample 3 Sample 4

PAG Size 5.2 ± 1.5 µm 28 ± 3 µm 38 ± 4 µm 66 ± 6 µm

Additionally, from the EBSD measurements, the geometrically necessary dislocation
(GND) density was obtained through the local orientation distribution analysis. Figure 3a,b
shows the selected GND density and image quality map of sample 2 (PAGS 28 µm),
respectively. Local differences in the distribution of the GND in fine (block width smaller
than 5 µm) and coarse martensite (block width larger than 5 µm) are observed. The coarse
martensite (shown with arrows in Figure 3) shows lower dislocation density values in
comparison with fine martensite. The average GND values are given in Figure 4. The
GND densities for fine and coarse martensite are in the same order for all samples, with a
variation between 1014 and 2 ⇥ 1014 m�2, showing that the average GND density is not
significantly affected by the grain size.
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Concerning dislocation density, only the structural dislocations (GNDs) are consid-
ered. Statistically stored dislocation (SSD) density can also contribute to the total dis-
location density in the material, but their density cannot be derived from the present
observations. Figure 3b shows the morphology of the martensite structure as well as prior
austenite grains.

3.2. Passive Layer Analysis
The chemical composition of passive layers was investigated using X-ray Photoelec-

tron Spectroscopy (XPS). Figure 5a shows the selected high-resolution Fe 2p3/2 spectrum
of sample 4 (66 µm PAGS) after pre-passivation at a potential of 0.4 V. To identify the
composition of the passive layer, the Fe 2p spectra were fitted by using the multiplet-
splitting fitting [10–12]. Multiplet splitting occurs for Fe since high-spin Fe(II) and Fe(III)
species contain unpaired d-electrons, which leads to coupling between a photoionized
core electron vacancy and an unpaired outer d orbital electron [10]. This leads to several
energy states with close binding energies. The fitting of the close binding energies provides
accurate quantification of (hydr)oxides. Mutliplet-splitting fitting was applied with the
reported fitting parameters [12]. The fitting corresponds to fractions of Fe3O4, �-Fe2O3
and FeOOH, in agreement with the research that indicates the same passive layer build-up
in low-alloyed carbon steels [12–15]. In Figure 5b, the high-resolution O 1s spectrum of
sample 4 is presented. From the fitting, the presence of hydroxide lattice, OH�, and oxides
lattice, O�2, peaks. Furthermore, a low contribution of adsorbed water (H2O adsorption
peak) is observed. The ratio between the contributions of lattice O�2 (iron oxides) and
lattice OH� varies, depending on the PAGS of samples and passivation potential (not
shown here).
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Figure 5. High-resolution XPS (a) Fe 2p and (b) O 1s spectrum of Sample 4. Passive layer is formed
with potentiostatic polarisation for 6 h at 0.4 V (vs. Ag/AgCl) in 0.1 M NaOH solution.

Figure 6a,b present the fractions of Fe3O4, �-Fe2O3 and FeOOH in the passive film for
all samples after passivation at 0.2 V and 0.4 V, respectively. First, it is possible to observe
the differences between oxides and hydroxide ratios between both potentials. The volume
fractions of �-Fe2O3 oxide are higher for the case of 0.4 V, with values between 45 and
62%, they are in the range of 40–50% for 0.2 V. For the case of Fe3O4 oxides, there are small
variations between potentials, with Fe3O4 content in the range of 5–12%. In the case of
FeOOH, at 0.2 V, passive layers show a content between 30 and 43%. However, for the
more positive potential, the content of hydroxide is on average lower. The magnitude of the
variation depends on the PAGS, fluctuating from 20 to 45%. At 0.2 V passivation potential,
a decrease in �-Fe2O3 percentage from 53 to 39% is observed with the refinement of PAG
of 66 to 28 µm. However, further refinement of grain refinement leads to an increase in
�-Fe2O3 percentage, reaching a value of 49% for the sample with 5 µm PAGS. A similar
trend is observed for the samples passivated at 0.4 V. A gradual decrease in �-Fe2O3 from
63 to 46% was observed with PAGS refinement from 66 to 28 µm, while further refinement
in PAGS to 5 µm leads to an increase in �-Fe2O3 percentage to 61%. A higher contribution
of oxide than hydroxide species at the more positive potential 0.4 V is observed for all
samples, which agrees with previously reported results by Li et al. [16].
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The thickness of the oxide layers was estimated from the analysis of the Fe 2p spectra
data by applying the equation proposed by Herzing et al. [17]:

d = loxcosq ln(
NFelFe
Noxlox

Iox
IFe

+ 1) (1)

where d is oxide thickness, IFe is the photoelectron intensity of metallic iron (209.7), Iox
is the intensity of �-Fe2O3 (3654.1), N is the number of atoms per unit volume, lFe is the
inelastic mean free path in metallic iron (1.1 nm) [18], lox is the inelastic mean free path in
�-Fe2O3 (1.1 nm), and q is the detection angle (45�). In this equation, it is assumed that
the passive layer is composed of only �-Fe2O3. In Table 3, the calculated thickness for all
samples is presented. For both potentials, the variation of thickness for the different PAGS
is limited to ±0.1 nm. For the 0.2 V potential, the passive layers formed have an average
thickness of 3.02 nm. In the case of 0.4 V, passive layers are slightly thicker, with an average
thickness of 3.27 nm.

Table 3. Passive layer thickness values of all samples acquired from XPS data.

Passivation

Potential/V

Passive Layer Thickness/nm

Sample 1 Sample 2 Sample 3 Sample 4

0.2 3.0 ± 0.2 2.9 ± 0.1 3.1 ± 0.2 3.1 ± 0.2
0.4 3.2 ± 0.2 3.3 ± 0.2 3.3 ± 0.2 3.3 ± 0.2

3.3. Electrochemical Investigation
Potentiodynamic Polarization—Figure 7a shows the potentiodynamic polarization curves

of all samples with different PAGS during immersion in 0.1 M NaOH solution. The cathodic
branch is attributed to the reduction in oxygen dissolved in the solution. After reaching the
corrosion potential, the anodic current increases until reaching a plateau corresponding
to the passivity region. Figure 7b shows the passivity current densities measured from
the polarization curves at two selected potentials, 0.2 and 0.4 V. At both potentials, the
current density values increase by a factor of 4 with PAGS refinement from 66 to 28 µm.
However, further refinement in grain size to 5 µm causes a decrease in current density
by a factor 2. The significant difference in the passivity current density values shows that
the electrochemical properties of passive layers are affected by the prior austenite grain
size. Interestingly, the current differences do not follow a monotonous dependency with
the refinement of the grains. Moreover, it is observed that the current density values for
all samples are higher for passive layers formed at 0.4 V in comparison to layers formed
at 0.2 V. This indicates that the passive layers formed at more positive potentials are less
conductive than the ones formed at lower potentials, in line with previous research [3,19,20].
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EIS measurements—EIS data were acquired from the passivated samples at 0.2 and
0.4 V in 0.1 M NaOH solution. Figure 8a shows the Nyquist plots of the pre-passivated
samples at 0.4 V. The impedance values are highest for the sample with 66 µm grain size.
With PAGS refinement to 28 µm, the impedance values decrease, while further refinement
to 5 µm causes an increase in the impedance. This behaviour is observed for both pre-
passivation potentials.
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A quantitative analysis of the equivalent electrical circuit fitting was carried out for EIS
data. An equivalent circuit with two R-CPE (resistance—Constant Phase Element) elements
in parallel (Figure 8b) provides the best fitting for EIS data. CPEs are employed instead
of a capacitance element C since no fully capacitive behaviour is observed as indicated
by CPE coefficients lower than 1. R1 is associated with the resistance of the solution. R2
and CPE2 are associated with the resistive and capacitive behaviour of the double layer,
respectively. The resistive and capacitive behaviour of the passive layer is represented by
R3 and CPE3, respectively. This equivalent circuit has been proposed in previous research to
describe the passive layer of similar systems [13,21–24]. The fitting results are summarised
in Figure 9a,b.
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Figure 9a,b show the charge transfer resistance values of the double layer (R2) and
passive layer (R3), respectively, for both pre-passivation potentials, 0.2 and 0.4 V. R2 is two
orders of magnitude lower than R3, indicating that the protective capacity of the double
layer is much lower than that of the passive layers. Figure 9b shows that the resistance
of the passive layer (R3) decreases by a factor 2 at both potentials upon PAGS refinement
from 66 to 28 µm. However, the resistance values of oxide layers (R3) increase with further
refinement to 5 µm. These results agree with the trends in passivity currents observed
in the potentiodynamic experiments. Furthermore, the resistance values of the oxide
layers (R3) are higher in all samples at pre-passivation potential 0.4 V in comparison with
0.2 V, which agrees with the trend observed in the passivity current densities from the
polarization results.

Capacitance measurements—Mott-Schottky analysis was applied to evaluate the semi-
conductive behaviour of the passive layers. This analysis allows us to assess the electronic
properties of the oxides and correlate them with the electrochemical properties as a function
of the prior austenite grain size. The Mott–Schottky relationship (Equation (2)) can be
applied to calculate the donor density. In this equation, " is the dielectric constant of the
passive film reported for carbon steels [25], #0 the permittivity of free space, q the electron
charge, Nd the donor density, EFB the flat band potential, k the Boltzmann constant and T
the absolute temperature.

1
C2 = 2(E � EFB � kT/q)/##oq Nd (2)

Figure 10a shows the variations in the Mott–Schottky plot (C�2 vs. potential) of the
pre-passivated samples at 0.4 V. For n-type semiconductor behaviour, C�2 vs. V in the Mott–
Schottky plot has a positive slope that is inversely proportional to the donor density of the
passive layer. Hence, the passive layer formed on all samples shows n-type semiconductor
behaviour. However, non-linear behaviour (two positive slopes with a transition at �0.1 V)
is observed in Mott–Schottky plots. This non-linear behaviour is attributed to donors’
inhomogeneous distribution within the passive layer [25]. It is proposed that the band
gap contains a deep donor level stemming from changes in chemical states within the
passive layer, leading to structural changes in the passive layer [26,27]. The deep donor
level occurs in the band gap and the potential at which sharp changes in the slope of the
Mott-Schottky plot are observed, corresponds to the ionisation of the deep donor level in
the band gap. It is suggested to calculate the donor density levels from the two slopes with
the Equations (3) and (4) [25]:

S1 =
2

##0eN1
for E < Ec (3)

S2 =
2

##0e(N1 + N2)
for E > Ec (4)

where Ec is the potential at which the slope change occurs and is considered as the critical
potential for the ionization of the deep donor in the space charge layer, S1 is the first slope,
N1 is the donor density level that has an energy level close to the conduction band, S2 is the
second slope and N2 is the deep donor density level that occurs deeper in the band gap.

Figure 10b shows the donor density values (N1 and N2) obtained for samples passi-
vated at both 0.2 and 0.4 V. The donor density values (Figure 10b), on the order of 1021 cm�3,
are comparable with the previous results on passive layer properties of martensitic steels
in an alkaline environment [20] and shows that the passive layer is highly defective. The
donor density level N1 is higher than N2 for all samples and this agrees with the previously
reported results [25]. Furthermore, it is observed that both donor density values are lower
for samples passivated at more positive potentials. The results in Figure 10b show that
both donor density values depend on PAGS and show an increasing trend with decreasing
PAGS.
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The electrochemical measurement results discussed above show that the characteristics
of passive films formed on martensitic steels are dependent on prior austenite grain size and
the protective capacity decreases with PAG refinement down to PAGS of 28 µm. One of the
factors of the deterioration in barrier properties of the passive layer is the increase in donor
density with PAG refinement. The decreased PAGS causes an increased grain boundary
density, leading to higher donor density in passive layers. This is in line with the previous
studies, which reported the donor density to increase with increasing grain boundary
density [5]. This probably stems from the crystal lattice mismatch at grain boundaries,
leading to more intensive donor formation of passive film formed at these sites. The donor
population in the passive layer affects both ionic and electronic resistivity of the passive
layer. A higher density of donors in a passive layer leads to a narrower band gap in metal
oxides [28,29]. Therefore, the electron transfer in the passive layer becomes easier with the
increase in donor density, implying a lower electronic resistivity in the passive layer. In
terms of ionic resistivity of passive layers, the ionic charges in iron oxide are carried by
the donors in iron oxide films [30–32]. Hence, an increase in donor density facilitates the
charge transfer, lowering the ionic resistivity of the passive film. Considering the decrease
in electronic and ionic resistivity of the passive film, the increase in donor density with
PAG refinement leads to higher conductivity.

Another factor in the deterioration in barrier properties of passive film is the changes
in the fraction of �-Fe2O3 in the passive film with PAG refinement. The most effective
barrier properties of the passive film are provided by �-Fe2O3 since Fe3O4 has an almost
metallic conductivity due to a very small band gap of 0.1 eV [33], whereas the large band
gap of �-Fe2O3 (2.3 eV) [34] provides lower conductivity. Furthermore, FeO(OH) has a
less dense and porous structure, leading to high conductivity. Therefore, the decrease in
�-Fe2O3 in the passive film and the increase in donor density lead to the deterioration in
the barrier properties of the passive film with PAG refinement down to 28 µm.

Nevertheless, the further refinement in PAGS to values lower than 28 µm leads to
improvement in electrochemical properties of the passive layer, although the donor density
continues to increase with PAG refinement. The increase in donor density can again be
attributed to the formation of more defective passive film at grain boundaries due to the
further increase in crystal mismatch and higher misorientation angle between grains. How-
ever, PAGS refinement has other consequences within the complex martensite structure.
The refinement in PAGS leads to not only the reduction in packet and block sizes [8] but
also changes the lath width-to-length ratio. It was reported that the refinement of PAGS to
lower than a grain size of 14 µm in low carbon steels leads to dramatic changes within the
martensite in terms of reducing packet and block sizes [8] and martensite lath width-to-
length ratio [9]. These changes within the martensite structure dominate the effect of PAG
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refinement on the properties of the passive layer due to a significant increase in lath stored
energy. This increase in lath stored energy probably affects the surface reactivity, leading to
a more resistive passive layer due to an increase in the fraction of protective �-Fe2O3 layer.

4. Conclusions

This study investigates the effect of prior austenite grain size on the passive layer
properties formed on martensitic steels in 0.1 M NaOH solution. PAGs refinement from 66
to 28 µm leads to increased current density in polarization measurements and decreased
in charge transfer resistance in EIS measurements. This deterioration in the passive layer
properties stems from increased donor density and a decrease in �-Fe2O3 fraction. In this
PAGs range, grain refinement is the dominant factor, controlling the passive layer properties.
On the other hand, further refinement in PAGs to 5 µm leads to decreased current density
values in polarization measurements and increased charge transfer resistance values in
EIS measurements. This improvement in electrochemical properties of the passive films
is due to an increase in �-Fe2O3 fraction. With this PAG refinement to 5 µm, alterations
within the complex martensite structure occur and have a dominant effect, governing the
enhancement in passive layer properties.
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